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Abstract: Curing minor leaks and restoring the integrity of a wellbore in a safe and economical way
is always challenging in oil and gas production. In this work, a composite pressure-activated sealant,
combined with liquid and solid sealing materials, was prepared via the demulsification approach.
The structure, morphology, and size distribution of key particulates in the sealant were examined,
and the in-situ self-adaptive sealing property was examined with a specially design dynamic
sealing detector. The results indicated that the pressure-activated sealant was a multi-dispersed
phase system, and the dispersed colloid particles were regular in shape and had a narrow size
distribution of 300–400 µm. The solid sealing materials were introduced to construct a composite
pressure-activated sealant, and the sealing capability can be markedly reinforced by cooperativity of
liquid and solid sealing materials. A mechanochemical coupling model was put forward to rationalize
the dynamic sealing process. Finally, such sealant system was employed in a certain offshore gas well
with sustained casing pressure to verify its applicability in minor defect repairs.
Keywords: composite pressure-activated sealant; minor leak repair; self-adaptive sealing property;
liquid-solid jamming transition; cooperative sealing effect

1. Introduction
Seal invalidation and joint leaks are usually inevitable, and they tend to become more complicated
and severe as oil and gas production progress, which can cause serious economic losses and operation
risks to the environment and integrity management. Thus, curing leak failure and restoring wellbore
integrity have been an important goal in the petroleum industry, including both experimental and
applied approaches, due to their fundamental role in determining the sustainable production of wells,
especially for marginal and offshore wells.
As the most traditional repair methods, mechanical repairs [1] and chemical sealants [2–5]
have been extensively studied over the past few decades. Although these conventional methods
Energies 2020, 13, 5597; doi:10.3390/en13215597
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have proven useful in curing leaks and restoring the integrity of the wellbore, there are
various limitations to on-site operations. For example, the mechanical repairs require expensive
remotely operated vehicle (ROV) operations and rig workovers, which can lead to large risks
to production, safety, and the environment. Furthermore, in general, the injectable chemicals
are sensitive to the external environment and can be chemically activated and consolidated in
non-target sections. Therefore, developing a novel alternative to conventional repair technology is a
challenging and popular goal.
In the past few decades, a unique pressure-activated sealant consisting of a super-saturated mixture
of short-chain polymers, monomers, and polymerizing chemicals in a carrier fluid has been under active
investigation and application due to its safe and economic properties [6–8]. Such a specifically designed
sealant is capable of remaining fluid in the migration pathways, and only at the point of differential
pressure at a leak site, will the sealing reaction occur and bridge across the leak. This pressure-activated
sealant is analogous to blood coagulating at a cut, and its application as a biomimetic self-adapting
seal in defective sections as diverse as cement channels, casing leaks, tubing leaks, and the wellhead
hanger has been widely reported and reviewed [9–11]. For example, Rodrigues et al. [12] reported the
application of a pressure-activated sealant in the deep water Campos Basin. They pointed out that the
sealant treatments were more favorable to peoples’ health and safety and to the environment, and they
also emphasized that the plugging capabilities and longevity of the sealant technology needed to
be further studied to enlarge the sealant’s application. Rusch et al. [13] reported on the component
characteristics of the pressure-activated sealant and defined its particulate size to distinguish it from
conventional particulate sealants. In addition, they validated the sealant’s application in a new field
of curing leaks in gas transmission pipelines. Previous studies have mainly focused on the repairs
of minor leaks with high surface area to leak area ratios. Recently, Guo et al. [14] and Xing et al. [15]
explored formula of pressure-activated sealants in detail, and they concluded that controlling the
particulate size is very fundamental to expanding the sealant application. Consequently, the implication
of the component particulates in the sealant reaction from the geometric characteristics to the dynamic
sealing behavior needs to be clarified, which will also be useful information for the design and
development of new sealants.
However, compared to the extensive field efforts, to our knowledge, far less attention has been
paid to laboratory investigations on the sealing mechanism, sealant design, and seal evaluation
of pressure-activated sealants. It is worth noting that not all leaks can be repaired using a
pressure-activated sealant. Thus, one area of particular interest is the extension of sealing applications
to different defects. In this paper, a unique kind of composite pressure-activated sealant containing
liquid sealant and solid sealing materials was conceptually presented, and the sealing feature and
adaptability of such specially designed sealant system were systematically investigated.
2. Materials and Methods
2.1. Materials
Carboxylated acrylonitrile butadiene rubber latex (XNBRL, commercial code, Shanghai Judao
Chemicals Co., Shanghai, China), magnesium chloride (MgCl2 , Jining Shanyuan
Chemicals Co., Jining, China), and cetyl trimethyl ammonium chloride (1631, Henan Daochun
Chemicals Co., Zhengzhou, China) were used without further purification.
Acrylamide
multipolymer (PLUS, commercial code,), organic silicon polymer (CES, commercial code,),
calcium carbonate (CaCO3 , 50 mesh), and sepiolite fiber were obtained from the Jingzhou Jiahua
Technology Co., Jingzhou, China. It should be noted that XNBRL was used as the main agent to supply
the active aggregation, while MgCl2 , 1631, and CES were used as the activator, terminator, and deformer
to control the coagulating reaction, respectively. These general agents were fundamental in regulating
the particulate geometry of the sealants. In addition, solid sealing materials (i.e., the CaCO3 and fiber)
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were introduced as structure promoters to construct a composite pressure-activated sealant system,
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2.2.2. Composite Pressure-Activated Sealant
2.2.2. Composite Pressure-Activated Sealant
To prepare a composite pressure-activated sealant, two types of structure promoters,
To prepare a composite pressure-activated sealant, two types of structure promoters, i.e., CaCO3
i.e., CaCO3 power (50 mesh, 2 g) and sepiolite fiber (length-diameter ratio of 160, 2 g), were separately
power (50 mesh, 2 g) and
sepiolite fiber (length-diameter ratio of 160, 2 g), were separately added to
added to Sealant 0 at 70 ◦ C, while the mixture was blended at 1000 rpm. After 15 min, the blender was
Sealant 0 at 70 °C, while the mixture was blended at 1000 rpm. After 15 min, the blender was turned
turned off, and the mixture was cooled to room temperature. The resulting suspension system was the
off, and the mixture was cooled to room temperature. The resulting suspension system was the
composite pressure-activated sealant. Herein, the suspension system created by adding CaCO3 power
composite pressure-activated sealant. Herein, the suspension system created by adding CaCO3
is designated as Sealant I, and that created by adding both CaCO3 power and fiber is designated as
power is designated as Sealant I, and that created by adding both CaCO3 power and fiber is
Sealant II.
designated as Sealant II.

2.3. Measurements
Particulate morphology of sealant systems were examined, which should be meaning to
improve the formula of sealant. Meanwhile, the sealing tests were conducted in laboratory and field
to validate its availability in repairing different leaks. Systematic measurements related with
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Using the designed HTHP dynamic sealing detector, we effectively evaluated the dynamic sealing
Using the designed HTHP dynamic sealing detector, we effectively evaluated the dynamic
property based on the real-time pressure curve and the sealing solid formed through the leak path.
sealing property based on the real-time pressure curve and the sealing solid formed through the leak
First, the sealant was poured into a circulating cell, and the control valve was closed. Next, the sealant
path. First, the sealant was poured into a circulating cell, and the control valve was closed. Next, the
was heated to the required temperature, and then, the pressure pump was opened until the system’s
sealant was heated to the required temperature, and then, the pressure pump was opened until the
pressure increased to the designed value. Subsequently, the control valve was opened to allow the
system’s pressure increased to the designed value. Subsequently, the control valve was opened to
system’s pressure to be transmitted to the sealing assembly. The real-time pressure variation data
allow the system’s pressure to be transmitted to the sealing assembly. The real-time pressure
were recorded, which reflect the dynamic sealing process of the defects. Finally, the pressure pump
variation data were recorded, which reflect the dynamic sealing process of the defects. Finally, the
was closed, and the sealing assembly was detached to observe the formed solid barrier.
pressure pump was closed, and the sealing assembly was detached to observe the formed solid
barrier.

2.4. Field Trial
A sustained casing pressure (SCP) problem has been detected in an onshore well in the South
China Sea. To evaluate the applicability, the field trial was conducted on the SCP well and the
prepared sealant was employed to repair the tubing leak using a platform injection technology,
instead of traditional workover solutions.
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2.4. Field Trial
A sustained casing pressure (SCP) problem has been detected in an onshore well in the South
China Sea. To evaluate the applicability, the field trial was conducted on the SCP well and the prepared
sealant was employed to repair the tubing leak using a platform injection technology, instead of
traditional workover solutions.
3. Results and Discussion
3.1. Mesostructure Analysis
It is generally known that the mesostructure of sealant composition is significant, which can, to a
large extent, determine the sealing capability of sealant. Hence, morphology and size of particulates
and their cluster in the sealant systems were examined.
3.1.1. Mesostructure of the Coalescence Particulates
The composite sealant consists of a super-saturated mixture of 3D polymers,
polymerizing chemicals, and a structure promoter in a carrier. These dispersed components were
confirmed to significantly contribute to the curing capacity. Mesostructure analysis of the dispersed
phase may shed light on the behavior of the self-adapting repair of a pressure-activated sealant.
The size distribution of the coalescence particles in the composite pressure-activated sealant
is shown in Figure 3. What is also included in this figure is the analytic data for the mean sizes.
The average size of the dispersed particles was about 239.75 µm in the obtained sealant system. There is
only one peak in the 86–910 µm area of the differential distribution curve, reflecting a narrow size
distribution (300–400 µm). The difference between the volume-surface mean size, D(3, 2), and the
volume fourth moment mean size, D(4, 3), was as low as 20.54 µm. This further demonstrates the
regular morphology of the coalescence particulates and the narrow distribution of the particle size.
Of note is where this striking distribution characteristic of the dispersed particles appear, and in
this case, the particle sizes mainly fell into the scope of the 1/9–1/3 crack size, which is very compatible
with the crack size. Such a specific distribution of the particle size can facilitate the migration of the
sealant particles into the leak’s geometry, which was also pointed out by Wang et al. [16], and would
facilitate filling up and sealing defects.

Figure 3. Size distribution (left) and mesostructure ((right), ×300) of the coalescence particulates of
the composite pressure-activated sealant. The 3D morphology of the grown coalescence particulates
is marked. The red line corresponds to cumulative distribution of particulates in the sealant, and the
purple circles mark the profile of agglomeration particulates.

Figure 3 also presents the morphology of the coalescence particles. The 3D structure of the
particles is almost regular, which agrees with the results of the mean size. In addition, the surface of
the particulates is tight and stacked due to the re-agglomeration of the latex particulates. This finding
indicates that the particles may gradually grow up into the leak site, and the relevant 3D structure can
become more integrated.
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3.1.2. Mesostructure of the Coalescence Particulate Clusters
Figure 4 shows the morphology of a coalescence particle cluster in the composite
pressure-activated sealant. As anticipated, the single particle morphology is almost spherical, and most
of the microspheres are greater than 100 µm in size. These spherical particles tend to move into contact
with each other to generate particle clusters. Furthermore, a thin hydration layer forms on the surface
of the particle clusters, allowing for the formation of more stable composite droplets. The reason the
hydrated layer is generated is that the external active base groups (e.g., carboxyl and amido group) of
the
3D polymer can adsorb water molecules. The existence of a hydration layer effectively prevents6 of
the
Energies 2020, 13, x FOR PEER REVIEW
13
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Figure 4B shows the morphology of the consolidation product obtained from the
Figure 4B shows the morphology of the consolidation product obtained from the dehydrated
dehydrated particles. The protection film has broken down, enabling the robust consolidation
particles. The protection film has broken down, enabling the robust consolidation of the coalescence
of the coalescence particles. The formation of a flexible solid in the leak geometry is a self-assembly
particles. The formation of a flexible solid in the leak geometry is a self-assembly phenomenon of the
phenomenon of the dehydrated particles. Figure 4C shows an image of a single particle overlain
dehydrated particles. Figure 4C shows an image of a single particle overlain with the sepiolite fiber.
with the sepiolite fiber. The fiber was clearly observed in the cross section of the flexible solid.
The fiber was clearly observed in the cross section of the flexible solid. This composite structure is
This composite structure is very similar to the semi-flexible responsive brush of polymer particles
very similar to the semi-flexible responsive brush of polymer particles reported by Minko [18], which
reported by Minko [18], which is able to reinforce the end-to-end contact of particles, and improve
is able to reinforce the end-to-end contact of particles, and improve the structural strength of a solid.
the structural strength of a solid. It is believed that this consolidation structure overlain with fibers
It is believed that this consolidation structure overlain with fibers depends upon the interaction
depends upon the interaction between the dehydrated particles and fiber, which facilitates the in-situ
between the dehydrated particles and fiber, which facilitates the in-situ filling of the leak geometry.
filling of the leak geometry.

3.2. Sealing Evaluation
Evaluation on seal property is crucial to determine the availability for the different sealant
systems. Herein, three kinds of sealants, i.e., Sealant 0, Sealant I, and Sealant II, have been
comparatively tested under the simulated leak conditions.
3.2.1. Dynamic Seal of Sealant 0
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3.2. Sealing Evaluation
Evaluation on seal property is crucial to determine the availability for the different sealant systems.
Herein, three kinds of sealants, i.e., Sealant 0, Sealant I, and Sealant II, have been comparatively tested
under the simulated leak conditions.
3.2.1. Dynamic Seal of Sealant 0
Figure 5 shows the pressure as a function of the sealing time in two kinds of defects
(i.e., screw and crack). For Sealant 0, the sealing process involved four stages: a preparatory stage,
a pressurization stage, a pressure reduction stage, and a maintenance stage. The screw and crack
offered analogous seal processes. In the preparatory and pressurization stages, the leak temperature
and pressure can be adjusted in terms of the sealing conditions. In the pressure reduction and
maintenance stages, the sealing capability of the sealant can be effectively evaluated using the real-time
pressure data. For example, the activated pressure was controlled at about 12 MPa, and the pressure
maintenance stage occurred 500 s after the pressurization. This result reveals that Sealant 0 is capable
of successfully curing the investigated defects.

Figure 5. Dynamic sealing curves (left) and solid barrier images (right) of Sealant 0 in the different leaks.
The right images show solid barriers formed through screw (top) and crack (bottom) defects.
The relevant size of the crack is of 0.5 mm × 0.5 mm × 10 mm.

Figure 5. Dynamic sealing curves (left) and solid barrier images (right) of Sealant 0 in the different
leaks.
right images show solid barriers formed through screw (top) and crack (bottom) defects.8 of 14
Energies
2020,The
13, 5597
The relevant size of the crack is of 0.5 mm × 0.5 mm × 10 mm.
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Figure 6. Comparison of the dynamic sealing processes of Sealant 0 and Sealant I in a
0.5 mm × 1.0 mm × 10 mm crack defect. The inset is an image of the solid barrier through the
leak site.

In Figure 6, the real-time pressure variation of Sealant I is completely different from that of Sealant 0
for the larger modeling crack. Because of the introduction of fiber, Sealant I has a much stronger sealing
property than Sealant 0. Sealant I experienced an entire sealing process, which included pressure
reduction and maintenance stages. During the experiment, an effective seal was formed across the crack
after 500 s (inset image in Figure 6). In contrast to Sealant I, the real-time pressure curve of Sealant 0 has
a larger oscillation, and in particular, the pressure curve experienced two sealing processes, i.e., cycle I
and cycle II, which occurred at 300–1500 s and 1900–2500 s, respectively. According to the trend of
the pressure change, it can be concluded that first, a weak seal was formed across the larger crack,
and then, it was destroyed. As the sealing process proceeded, a new seal may be formed, but it is
broken in a short time. This pressure variation suggests that Sealant 0 failed to plug the larger crack.
Therefore, the introduced fiber material plays a dominant role in improving the seal’s structure and
enhancing the sealing property.
3.2.3. Comparison of the Seal Pressures of Sealants I and II
To investigate the cooperativity of the solid sealing materials, i.e., fiber and rigid particles,
in enhancing the leak repairs, a comparison of the dynamic sealing behaviors of Sealants I and II was
conducted using the larger crack (0.6 mm × 2.0 mm × 10 mm).
Figure 7 shows the pressure change over time during the sealing process. For Sealant I, there are
notable pressurization and reduction stages, but there is no corresponding maintenance stage.

formed across the crack after 500 s (inset image in Figure 6). In contrast to Sealant I, the real-time
pressure curve of Sealant 0 has a larger oscillation, and in particular, the pressure curve experienced
two sealing processes, i.e., cycle I and cycle II, which occurred at 300–1500 s and 1900–2500 s,
respectively. According to the trend of the pressure change, it can be concluded that first, a weak seal
was formed across the larger crack, and then, it was destroyed. As the sealing process proceeded, a
new seal may be formed, but it is broken in a short time. This pressure variation suggests that Sealant
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improving the seal’s structure and enhancing the sealing property.
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flow flow
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field
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chemical agglomeration to plug the defect. As can be seen in Figure 8, the seal formation process
mainly involves four stages, i.e., entrainment, activation, agglomeration, and sealing, which are
closely related to the liquid–solid jamming transition of the sealant fluid. First, the multiple
components (such as the sealant, rigid particles, fiber, and stabilizer) were entirely dispersed under
shear function. Second, when the sealant system reached the leak sites, the composite droplets
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agglomeration to plug the defect. As can be seen in Figure 8, the seal formation process mainly involves
four stages, i.e., entrainment, activation, agglomeration, and sealing, which are closely related to the
liquid–solid jamming transition of the sealant fluid. First, the multiple components (such as the sealant,
rigid particles, fiber, and stabilizer) were entirely dispersed under shear function. Second, when the
sealant system reached the leak sites, the composite droplets constructed by the colloid core and the
hydrate shell seriously deformed under the differential pressure, and then, the hydrate shell broke
down [21–23], leading to the activation of the colloid particles. Unsurprisingly, the morphology of the
composite droplets varies substantially in this stage. Third, the active colloidal particles quickly reacted,
adhering to each other, and strong aggregation occurred as the reaction proceeded, which is indicative
of colloidal cohesion [24,25]. Finally, the formed aggregation segments were embedded with fiber
to strengthen the structure of the solid seal. Moreover, the introduced rigid particles plugged the
crack through the bridging effect to cooperatively facilitate the seal repair. It is noteworthy that the
sealant reaction mainly originated from the mechanical deformation, while the liquid-solid jamming
transition of the sealant in the leak sites is a mechanochemical coupling reaction. As a matter of fact,
in nature, this type of self-adapting seal is similar to the fuzzy-ball block [26] and the auto-adapting
lost circulation control [27], which can fill up the leak geometry in-situ and neglect physics morphology
of leaks.
3.4. Field Implementation
After a successful laboratory test, a real implementation in a well was required to confirm the
application and robustness of the new composite pressure-activated sealant. In general, the field trial
mainly contains leak status evaluation, repair design, and seal examination.
3.4.1. Leak Status
A candidate onshore well in the South China Sea was chosen to deploy the technology.
The candidate well for the composite pressure-activated sealant technology was selected based
on several criteria: accessibility, economic advantage, leak severity, and leak cause. The database
constructed during the collection of the field data was used for the selection, and the corresponding
leak parameters are provided in Table 1.
Table 1. Leak parameters of the selected well in the South China Sea.
Seal Leaks
Tubing

SCP (MPa)
0.7

Annular Fluid Level * (m)

Leak Position (m)

Leak Geometry

208.5

Leak site 1: 164.02
Leak site 2: 185.36

Narrow **

* The fluid level and leak position are defined from the tubing spool. ** The equivalent pore diameters of defects are
less than 2 mm. Note: SCP = sustained casing pressure.

The selected well had experienced an SCP problem in the A annuli for two years, and the SCP value
was 0.7 MPa. When bled to zero, the SCP would increase to 0.7 MPa in 45 min. Diagnostics indicated
that two leak paths had developed in the 73.0 mm tubing, at 164.02 m and 185.36 m. The packer fluid
level was 208.5 m in the A annuli. That is, the leak sites were 20–50 m higher than the fluid level.
These data were important for the subsequent injection design.
3.4.2. Leak Repair Execution
The platform delivery method was used, and a batch treatment was carried out in the leak
curing operation. First, a skid holding the sealant and spacer fluid injectors was connected to the A
annuli through the skid line (Figure 9). Subsequently, a bleed-off operation was implemented to lower
the SCP as far as possible, and then, a certain volume of spacer fluid and sealant was injected into the
A annuli in turn. It is worth noting that the spacer fluid was injected twice. The first injection was
to flush the A annulus, while the second injection was performed to drive the sealant and transmit
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3.4.3. Seal Evaluation
The trends of the build-up and back-pressure variations are shown in Figure 10. It is clear that the
seal was effectively repaired by the composite pressure-activated sealant.
In the build-up pressure process, a constant pressure stage was observed at 5.0 MPa for
12 h, indicating that a seal was established. For the purpose of the evaluation of the seal’s
pressure bearing capability, the annular pressure was further increased to 6.4 MPa through the
squeezing operation, and the pressure remained steady for 7 h, indicating a successful forward blockage.
However, in the back-pressure process, the back-pressure value was recorded twice to check the
seal validity. In the first back-pressure variation, the back-pressure value reached 1.4 MPa, which was
significantly higher than the SCP. This is probably due to a gas slippage effect. That is, the gas
was initially squeezed into the A annuli with the spacer fluid, and then, it was released as bubbles,
which aggregated above the liquid level, leading to a larger annular pressure. It should be pointed
out that as might be expected, the back-pressure ratio was much lower than that tested before the
sealing treatment. In the second back-pressure process, the pressure only increased to 0.2 MPa in 3 days,
which is lower than the initial SCP. Herein, to some degree, the residual pressure can be ascribed to the
influence of the elevated downhole temperature. Otherwise, the back-pressure should be comparable
to the SCP. Therefore, it can be reasonably concluded that the minor defects were effectively repaired
in terms of pressure variation.
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